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Issued To: 
 
 
 
 
 
 
 
 
 
Sample Description : SF-SOSKAM-100 
Sample Received Date : 20-12-2025 
Sample Drawn By           : Client 
Specification                : -- 
Test Requested : WATER ABSORPTION   
Test Method : Refer to Attached Pages. 
Test Result : Refer to Attached Pages.                                                                                                                                                                                             
 
 

SAMPLE PICTURE 

 

  

M/s SHAMBHU ENTERPRISES 
PLOT NO. - N-115/4, AMAR MARKET, BADARPUR, DELHI- 110044 
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I. Mechanical 
              1. 

WATER ABSORPTION  TEST                                                       Test performed on: 20-12-2025 to 23-12-2025 

Test Parameter Unit Result Test Method 

Water Absorption % 14.30 IS 13360 Part 8 Sec 1 :1997/ 

ASTM D570 

       --------------End of Report------------------ 
  

 

  
  Rahul 
  ASSISTANT MANAGER- TESTING 
  _____________________ 
  Authorized Signatory 

 


